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Electroforming of a metal–organic framework on
porous copper hollow ﬁbers†
Özlem H. Demirel, Timon Rijnaarts, Patrick de Wit,
and Nieck E. Benes *

Jeﬀery A. Wood

Porous copper hollow ﬁbers have been used, for the ﬁrst time, as both a support structure and a metal
source for preparing thin metal–organic framework (Cu-BTC) ﬁlms via a fast, facile and direct
electrochemical route. The focus is on the eﬀects of the presence of a supporting electrolyte and the
magnitude of the applied electrical potential on the formation and the morphology of the ﬁlms. In the
absence of a supporting electrolyte, and at low potential, more uniform ﬁlms with smaller particles are
obtained. This is attributed to the more pronounced electric-ﬁeld driven mass transport of the organic
ligand from the liquid bulk towards the surface of the electrode combined with the slower dissolution of
copper due to the lower overpotentials. In the presence of a supporting electrolyte the ligand transport
is much slower and copper dissolution is higher due to higher overpotentials; this results in the
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formation of less homogeneous ﬁlms and the growth of metal–organic framework crystals in the liquid
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high surface area to volume ratio is an important step towards various applications, including
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membranes, microﬂuidic devices, sensors and heterogeneous catalysts.

1

bulk. The localized formation of thin metal–organic framework ﬁlms on metal porous hollow ﬁbers with

Introduction

Metal–organic frameworks (MOFs) are hybrid materials consisting of inorganic metal centers connected by organic linkers.
This nature gives MOFs synergetic properties of both inorganic
and organic porous materials. MOFs have been studied for
many diﬀerent applications over the past decade due to their
high surface area and porosity, relatively good thermal and
chemical stability, designable framework, exibility, sorption
capacities, and functionalizability.1–6 For example, MOF thin
lms have attracted attention for application in separations,
sensors, electric devices, and catalytic coatings.7–11 Eﬀorts
towards controlling MOFs’ localized synthesis, morphology and
thickness have become crucial for these applications. MOF
lms can be prepared by multiple methods, including in situ
and secondary growth,12 dip coating,13 layer by layer growth,14
and electrochemical fabrication methods.15 Aer the electrochemical fabrication method was rst developed for MOF
powder synthesis by BASF in 2005, preparation of MOF lms via
an electrochemical route has also been explored.16,17 The electrochemical method has a number of advantages versus other
techniques. First, it is a facile technique that oﬀers the advantages of using lower temperatures than those needed for
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traditional methods. Second, by using a pure metal source
instead of a metal salt, the formation of undesirable byproducts, such as nitrates, is prevented.18 Third, the time
required for electrochemical synthesis is typically on the order
of minutes while for other approaches it can be hours or days.19
Until now, 14 diﬀerent MOFs have been electrochemically
synthesized as thin lms.20 Among them, Cu-BTC (Cu3(BTC)2,
HKUST-1, BTC ¼ benzene-1,3,5-tricarboxylate) is the most
studied electrochemically synthesized type of MOF in the literature. There are diﬀerent electrochemical fabrication techniques, including anodic oxidation,17–19,21–25 cathodic
deposition,26,27 galvanic displacement,28 and electrophoretic
deposition.29,30 Anodic oxidation is the most common and the
most straightforward technique. In this method, a working
electrode (anode) is used both as a metal source and a support
for the MOF lms. By applying a potential diﬀerence between
the working electrode and a counter electrode, metal ions are
released and they react with the organic linker available in the
synthesis solution and the MOF lm is formed. Under the right
synthesis conditions the formation of the MOF occurs on the
surface of the working electrode and a thin lm is formed.
Oen, a supporting electrolyte is used to enhance the conductivity of the organic solution due to its high resistivity.19
Eﬀorts have been made to investigate the crystallization
mechanism, the reaction mechanism and the factors aﬀecting
the MOF lm thickness and quality. It has been shown that
dense and thin MOF lms can be prepared on a partially
oxidized support without damaging it by controlling the applied
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potential and time and using a supporting electrolyte.18 In the
anodic dissolution method, MOF formation consists of four
diﬀerent steps: (i) initial nucleation, (ii) growth of islands, (iii)
intergrowth and (iv) detachment.25 The reaction mechanism of
the synthesis has been found to be a two-step oxidation
mechanism.24 First, the presence of oxygen and water initiates
the oxidation of Cu0 to Cu+1 as the form in Cu2O. Second, Cu2O
in the presence of an organic linker solution leads to the
formation of Cu3(BTC)2. Cyclic voltammetry (CV) of Cu-BTC
synthesis has been studied using Au (111) as a substrate to
shed light on the mechanism.31 Aer the deposition of copper
on the Au surface, the interaction between the organic linker
and copper in ethanol has been investigated. The oxidation of
copper shied to higher potentials due to the adlayer (adsorbed layer) of the organic linker on the copper surface. This may
explain the good attachment of MOFs on the copper surface. It
is also found that Cu oxidation occurs at low potentials (0.18 V
in the presence of BTC) whereas a very large range of applied
potentials have been used in the literature (0.5–25 V).17,31 This
can also be related to the use of a two-electrode or threeelectrode electrochemical cell. In a three-electrode cell, the
applied potential between the working and reference electrode
can be controlled precisely, whereas in a two-electrode cell it is
not possible to know the exact potential applied to the working
electrode since it is not versus a reference electrode.15 Solutions suﬀer from high (ionic) resistivity due to the use of an
organic solvent, which limits charge transport and thus electron transfer at the surface. In order to decrease the ohmic
(resistance) drop in the solution and increase the eﬃciency of
the synthesis, a supporting electrolyte is typically added to the
synthesis solution. Some studies have found that the supporting electrolyte has a strong eﬀect on the kinetics of the
reaction.18,32 This can cause some cracks or defects on the
substrate and it has been found that MTBS (methyltributylammonium methyl sulfate), a supporting electrolyte
commonly used in organic solutions, can be trapped in the
pores of the MOF and cause a decrease in the pore volume and
specic surface area.33
Up to now, there have been various studies to obtain MOF
lms on various copper supports such as plates, disks, meshes,
beads and copper coated silicon wafers, using gold and glass
carbon electrodes.15,16,18,31,34–36 However, to the best of our
knowledge, electrochemical deposition of MOFs directly on
porous hollow bers (HFs) has not been previously reported.
HFs are attractive for many industrial applications due to their
high surface area to volume ratio and easy scale-up features.
Therefore, MOF HFs have gained interest as mixed matrix HF
membranes,37–39 MOF lms coated onto polymeric HFs40,41 or
ceramic HFs incorporated with MOFs.42 In this work, we have
prepared Cu-BTC-coated Cu HFs via an electrochemical
synthesis route. We show that electrochemical synthesis can be
used for MOF lm formation on the outer surface of metal HFs
as a fast, simple and eﬃcient direct synthesis technique. We
investigated diﬀerent synthesis conditions in order to obtain
homogeneous, uniform and continuous MOF lms and characterized based on the adhesion of layers, their thickness, and
their particle size distribution.
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2 Experimental
2.1

Preparation of Cu-BTC-coated Cu HFs

Cu-BTC-coated Cu HFs were prepared using a three-electrode
electrochemical cell (Fig. 1). As a starting point, an adapted
procedure of Van Assche, 2012, and Schäfer, 2016, with diﬀerent
substrates (e.g. copper mesh and copper plate) was followed.18,24
A copper HF, with a wall thickness of ca. 0.25 mm, an inner
diameter of ca. 1 mm and an average length of 10 cm, was used
as a working electrode (WE) (Fig. 1(c)). The preparation of
copper HFs via non-solvent induced phase separation is
described in detail elsewhere.43 A copper wire (r ¼ 0.23 mm) was
polished using 240 grit sandpaper and used as a counter electrode (CE). As a reference electrode (RE), a saturated calomel
electrode (SCE) (from SI Analytics) was used.44 All the reported
electrical potential values were based on the standard hydrogen
electrode (SHE). The synthesis mixture was prepared by adding
the organic linker benzene-1,3,5-tricarboxylic acid (trimesic
acid, BTC) (Sigma Aldrich, $95%) and the supporting electrolyte methyltributylammonium methyl sulfate (MTBS) (Santa
Cruz Biotechnology, >98%) both with a concentration of
16 g L1 into a mixture of puried ethanol (EtOH, $99.9%,
EMSURE®) and water (H2O, puried using a Milli Q system,
Millipore) (EtOH : H2O 65 : 35 v/v).
All the electrodes were placed in the solution. The cell was
heated to 50  C by immersing the assembly in a hot water bath.
A PGSTAT204 potentiostat (Metrohm Autolab, B. V., The Netherlands) was used to apply a potential diﬀerence across the
electrodes. For a given experiment, the desired potential was
applied to the samples and synthesis was allowed to take place
over a given time (30 minutes). The current was recorded during
the synthesis and was reported as an average over time (Fig. S1†
and Table 1). Aer the electrochemical synthesis, the MOF-HFs
were rinsed in ethanol for 2 days followed by drying at ambient
temperature for further analysis. The eﬀect of the presence of
the supporting electrolyte in the synthesis solution and the
eﬀect of the applied potential (0.5–5 V vs. SHE) were investigated. The Cu-BTC-coated Cu HF samples synthesized in the
presence of the electrolyte and in the electrolyte-free solution
were called E-(applied potential) and F-(applied potential),
respectively.

2.2

Materials characterization

The Cu-BTC-coated Cu HFs were investigated using an SM-6010
(JEOL) scanning electron microscope equipped with an energy
dispersive X-ray spectrometer (EDS). MOF thin layer deposition
was essentially uniform on the HF surface, with only slight
diﬀerences that may be attributed to the eﬀect of the curvature
of the HF and the local electric-eld distribution. Consequently,
in the analysis variations based on position were not considered. The cross-sections and the outer surface of bers were
sputtered with a 5 nm chromium coating (Quorum Q150T ES)
prior to analysis. The XRD patterns of the samples were determined by powder X-ray diﬀraction (XRD) on a Bruker D2
PHASER operated at 10 mA and 30 kV using a CuKa source with
a wavelength (l)12 1.54 Å at room temperature. Scans were
J. Mater. Chem. A, 2019, 7, 12616–12626 | 12617
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(a) Schematic overview of the three-electrode cell. (b) Porous copper HF; (c) cross-sectional image of the copper HF. Scale bar, 500 mm.

carried out at variable angles, ranging from 5 to 50 with a 2q
step size of 0.02 and a scan speed of 1 s per step. The MOF
sample for XRD analysis was obtained by scratching the outer
surface of the bers. Thermogravimetric analysis (TGA) was
performed using a STA 449 F3 Jupiter (Netzch). Measurements
were performed under 20 ml min1 nitrogen ow and at
a heating rate of 5  C min1, starting from room temperature up
to 800  C. Temperature correction with the melting point
standard and a blank correction with an empty cup were carried
out prior to the measurements.
2.3

Particle size and lm thickness analysis

Particle size and lm thickness were determined by image
analysis (ImageJ soware) using outer surface and crosssectional SEM images, respectively.45 The particle size analysis
was performed for each sample using at least two outer surface
images and for more than 300 particles in total. The minimum
threshold was set at 5 particles per bin (bins 0.2 mm in width),
and bins containing fewer than this number were not included
in the analysis. The particle size was tted to a Gaussian
distribution using least squares regression. The thickness of the
MOF lms was calculated by taking more than 10 measurements per cross-sectional SEM image. The mean particle size,
the spread and thickness data are reported along with the
standard error.

3 Results and discussion
Here, MOF lm formation on the outer surface of the copper HF
via an electrochemical route is investigated. We considered two
cases: with and without a supporting electrolyte. In the rst
case, with the supporting electrolyte, electrical potential gradients in the bulk are reduced or negligible due to the higher
conductivity of the synthesis solution. In the second case, larger
electrical potential gradients can exist in the bulk which can
favor the transport of charged species to and from the electrodes via electromigration. From the perspective of electrocrystallization, MOF lm formation via an electrochemical
method is a surface reaction that takes place in the electrical
double layer (near the electrode surface). Partial oxidation of the
copper HF support and transport of BTC in order to react and
form the MOF layer are then the critical parameters controlling
the properties of the MOF lm.
3.1

Cu-BTC MOF lm characterization

Fig. 2 shows that Cu-BTC MOF crystals with the typical octahedral shape were formed on the outer surface of the HF. In
Fig. 3 the EDS data depict the atomic composition of the lms,
revealing the presence of a uniform Cu-BTC MOF structure
containing both organic (C) and metal (Cu) components. The Xray diﬀraction patterns of the MOF lms that were prepared

Table 1 Results of Cu-BTC-coated Cu HF synthesis. Particle size analysis of the MOFs, determined by image analysis (by ImageJ software) of the
SEM image at diﬀerent magniﬁcations (1000 to 7500). The thickness of MOF ﬁlms – synthesized for 30 min for both sets of experiments (E
and F) – was calculated by taking more than 10 measurements per cross-sectional SEM image at diﬀerent magniﬁcations (500 to 2000). The
data are presented as mean  standard error (SE)

Sample

Electrolyte

Applied
potential (V)

Current
(mA)

Mean particle
size (mm)

Spread (mm)

Thickness (mm)

E-0.5
E-1
E-2
E-5
F-0.5
F-1
F-2
F-5

MTBS
MTBS
MTBS
MTBS
—
—
—
—

0.5
1
2
5
0.5
1
2
5

5.68
9.50
19.82
45.58
0.50
0.76
0.96
2.21

2.30  0.18
2.06  0.11
2.86  0.17
0.92  0.04
0.90  0.02
0.98  0.03
1.32  0.09
2.10  0.03

1.50  0.27
1.21  0.17
2.13  0.28
0.61  0.06
0.43  0.02
0.45  0.04
1.19  0.13
1.10  0.05

25.31  1.79
19.20  0.68
27.93  2.67
15.33  1.19
2.93  0.39
4.19  0.26
8.88  1.10
15.76  1.19
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Fig. 2 Formation of Cu-BTC MOF ﬁlms (E-1). (a and b) Cross-sectional SEM images of the Cu-BTC-coated Cu HFs. (c) The outer surface of the
HF. Red circles indicate the cracks present.

with and without the supporting electrolyte are in good agreement with simulated Cu-BTC (Fig. 4(a)), from the study of Zhou
(2013) et al., CCDC 943009.46 Powder XRD patterns (2q ¼ 7–50 )
conrm the crystal structure of the Cu-BTC, indicating the
successful synthesis of Cu-BTC lms on the Cu HFs. The total
weight change (3.5%) between 50 and 800  C in the TGA analysis corresponds to the thin MOF lms on the outer surface of
the ber (Fig. 4(b)). The initial weight loss between 50 and
200  C (0.7%) is attributed to the residual ethanol, adsorbed
water on the surface, and coordinated water molecules in the
MOF structure.47 The TGA results show that the MOF is stable
up to 280  C and the decomposition of the organic ligand, trimesic acid, starts at temperatures higher than 280  C.
Some MOF formation within the pores of the ber is also
observed, specically close to the outer surface of the HF
(Fig. S2†). Electrochemical reactions occur at the interface
between the surface of the working electrode and the solution.48
Due to the porous nature of the HF, the reaction occurs in the
pores as the organic ligand (BTC) solution can diﬀuse into the
pores. The acidity of the BTC solution (pH ¼ 3) can possibly

enable the dissolution of the copper ions in the pores while
there is a negligible electric potential gradient within the pores
driving transport.15 The BTC molecules can react with these
copper ions and form Cu-BTC MOFs in the pores of the HF as
well. Dissolution of metal substrates with the combination of
the acidity eﬀect and high temperature (higher than 110  C) has
been also reported previously.32
3.2

Eﬀect of the supporting electrolyte

Introducing a supporting electrolyte into the synthesis can help
to overcome the high electrical resistance of the organic solvent
and hence aid reduction of the ohmic drop of the solution. An
organic supporting electrolyte, MTBS, is oen used in the
electrochemical synthesis of MOFs.49 The release of the copper
ions occurs much faster in a supporting electrolyte solution as
all the electrical potential drop occurs close to the surface so
that the eﬃciency of the electrochemical MOF powder synthesis
is improved.20 However, in this case we have observed some
disadvantages of using a supporting electrolyte based synthesis
solution for thin lm MOF formation on HFs.

SEM image of the outer surface of the Cu-BTC-coated Cu HF (F-0.5). EDS map showing copper, oxygen and carbon distribution. Scale
bar, 30 mm.

Fig. 3
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Fig. 4 (a) XRD patterns of the Cu-BTC sample scratched from ﬁbers and simulated Cu-BTC powders (data are taken from the study of Zhou
(2013) et al., CCDC 943009, ref. 6). (b) TGA curve of Cu-BTC-coated Cu HFs under continuous nitrogen ﬂow.

Cracks. During the formation of the MOF lm, cracks were
observed on the copper HF surface as indicated by red circles in
Fig. 2(c). The porous copper HF is used both as a substrate and as
a metal source for the MOF lm synthesis. The growth of the MOF
particles on the outer surface of the HF may create internal stress
and result in cracks on the substrate, especially when the reaction
occurs fast with the help of the supporting electrolyte (MTBS).
When the applied potential was increased to 5 V, the eﬀects of the
presence of the supporting electrolyte are larger as can be seen in
Fig. 5(c and d). The detachment of the MOF increases and the
rapid release of the Cu ions causes damage to the Cu HF support.
A similar phenomenon on a copper mesh substrate was also reported by Van Assche (2012) and was attributed to the presence of
a supporting electrolyte and its eﬀect on kinetics.18

Blue solution. During the synthesis with the supporting
electrolyte, MTBS, we observed that the reaction solution turned
blue within seconds. This color change is characteristic of CuBTC MOF powders.50 This can be the result of both powder
synthesis in the liquid bulk and the detachment of the MOF
lms into the solution. By decreasing the resistance of the
organic solvent through introducing MTBS, the faster release of
the copper ions promotes the diﬀusion of these ions into the
liquid bulk and synthesis of MOF particles in suspension. This
eﬀect of the supporting electrolyte on the reaction kinetics is
also promoted the detachment of the MOF lms formed on the
surface. The copper ions migrating through the MOF lms
create voids below the MOF lms, which results in poor adhesion of the lms on the HF, as previously observed.25 When this

Fig. 5 The eﬀect of applied potential higher than 1 V on the structure of the Cu-BTC-coated Cu HFs. (a) Low and (b) high magniﬁcation SEM
images of the sample E-2 with the insets showing the solution after synthesis. (c) Low and (d) high magniﬁcation SEM images of the sample E-5
with the insets showing the solution after synthesis (contrast and brightness adjustment has been made for (b)–(d)).
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phenomenon occurs on a wide area, the MOF lms are easily
detached from the surface during the synthesis. As can be seen
in Fig. 5(a) and (b), large MOF branch-like structures have been
observed on the outer surface of the ber when a potential
diﬀerence of 2 V was applied in the supporting electrolyte
solution. These structures are not physically stable and show
poor attachment on the surface of the Cu HF. They can be easily
detached from the surface and dispersed in the solution, as can
be seen in the corner of Fig. 5(b) where the synthesis solution is
partially blue. As the applied potential is increased to 5 V, the
synthesis solution showed a deeper blue color (corner of
Fig. 5(d)). The branch-like structures formed at this potential
completely detached from the surface and damage to the HF
support was also observed (Fig. 5(d)). The presence of the supporting electrolyte allows for a very rapid synthesis of the MOF
on the surface.
Gas formation. Formation of gas bubbles at the counter
electrode has been observed in the presence of a supporting
electrolyte at an applied potential higher than 1 V.51 Hydrogen
evolution occurs at high current densities and causes weak
adhesion during electrodeposition processes.52 The detachment
of the MOF lms into the solution and deformation of the
Cu-BTC-coated Cu HF have been observed in E-2V and E-5V
(Fig. 5). The presence of a supporting electrolyte increases the
current as shown in Table 1, as well as the current densities in
the system.
MOF formation on the inner surface. In the samples E-2V
and E-5V with the supporting electrolyte some MOF crystals
were formed on the inner surface of the HFs (Fig. S3†). These
spots with MOFs are not as homogeneous as the outer surface
due to the absence of an electric eld. As a result, the migration
of charged species is absent. The porous copper HF allows BTC
to diﬀuse through the wall of the ber as well as the access from
the bottom of the ber. The high potential diﬀerence near the
open end of the ber can cause dissolution of the Cu ions near
this region followed by the formation of MOF particles.

3.3

Electrolyte-free synthesis

By omitting the supporting electrolyte (MTBS) from the
synthesis solution more uniform lms with smaller particles
are obtained on top of the HF (Fig. 6). These smaller particles
exhibit better attachment to the Cu HF surface (Fig. 6(b)).
Compared to the synthesis with the supporting electrolyte, the
same applied potentials now result in substantially lower

Fig. 6

current values due to the high resistance of the organic solution (Table 1). The low current indicates slower reaction
kinetics, evidently favouring more reproducible lms. The lack
of color change of the synthesis solution during and aer the
synthesis indicated that the MOF formation primarily occurs
on the surface, without substantial detachment from the
surface. When MTBS is excluded from the synthesis solution,
the cracks and damage on Cu-BTC-coated Cu HFs observed
when using the supporting electrolyte solution are not
apparent (see Fig. 6).
The electrochemical crystallization occurs at the electrode/
solution interface and the limiting factor is the ion transport
from the liquid bulk to the electric double layer (EDL).53
Movement of the ligand species is based on the gradients in the
electric potential (migration) and chemical potential (diﬀusion), and the motion of the bulk uid. In the absence of stirring the motion of the bulk uid can be considered minimal
and any potential convective contributions be neglected.
Therefore, assuming that the mixture is thermodynamically
ideal, the net transport of species i can be described via the
Nernst–Planck equation as:52
Flux ¼ diffusion + electromigration
Ji ¼ Di Vci 

zi F
Di ci VF
RT

(1)
(2)

where Ji is the ux of species i in mol m2 s1, Di is the diﬀusion
coeﬃcient of species i in m2 s1, ci is the concentration of
species i in mol m3, zi is the charge number of the species i
(dimensionless), F is the Faraday's constant in C mol1, R is the
gas constant in J mol1 K1, T is the temperature in K, and F is
the electric potential in V.
In this study, the electroformation of MOF lms occurs at the
interface between the porous copper working electrode and the
synthesis solution. By applying an electric potential, copper
ions are released from the surface while BTC molecules diﬀuse
or migrate to the EDL from the bulk. The migration of BTC
molecules from the bulk depends on the electric potential
gradient in the system. In the supporting electrolyte-free solution, there is a drastic ohmic drop in the solution due to the use
of an organic solution, ethanol. This ohmic drop means there is
an electric-eld in the bulk (potential gradient) and transport of
the BTC molecules would be facilitated through both migration
and diﬀusion. Therefore, the BTC transport to the EDL would be
enhanced in electrolyte-free synthesis. In addition, a low

Formation of Cu-BTC MOF ﬁlms (F-0.5). (a and b) Cross-sectional SEM images of the Cu-BTC-coated Cu HFs. (c) The outer surface of the

HF.
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current implies that copper dissociation from the pure copper
HF is slow. The combined faster supply of BTC at the EDL
surface and the slow and controlled release of the copper at this
location results in the formation of thin and homogeneous
MOF lms comprising small crystals. A similar phenomenon
was observed for hydrothermal synthesis of Cu-BTC on an
alumina support previously; a low concentration of the
precursors was suggested to result in small crystals and
controlled layer formation.54
Addition of a supporting electrolyte minimizes the electric
potential drop in the bulk meaning there is limited contribution
from electromigration. With the addition of the electrolyte,
nearly all the change in electric potential occurs very close to the
electrode surface. The transport of BTC molecules will then be
primarily due to diﬀusion associated with a concentration
gradient. Based on the free water diﬀusion coeﬃcients, Cu2+
ions (1.43  109 m2 s1) diﬀuse faster than the BTC molecules
(7.6  1010 m2 s1).35,55 The limited supply of BTC at the
electrode will lead to a less controlled lm formation. This will
become more pronounced when more copper is generated on
the surface, i.e., at higher values of the current. When there is
a large excess of copper ions, growth of Cu-BTC in the bulk uid
will become more apparent. Combined with the diﬀusion
limitations of BTC, this can also result in a non-uniform
concentration distribution around the growing crystals.53
Another mechanism that aﬀects the lm properties is the
adsorption of BTC on the copper HF surface. The presence of
a molecular adlayer of BTC molecules, on copper surfaces, was
previously reported by Schäfer, 2017.31 This layer would initiate
the rst layer of Cu-BTC MOF lms. When applying higher
potentials, the adlayer thickness would also then increase
which explains the thicker MOF lms obtained at higher
potentials. The presence of the supporting electrolyte may also
inuence the adsorption of BTC by limiting the transport of
BTC to the electrode surface which results in non-homogeneous
and non-uniform MOF lms.

3.4

Particle size

The particle size histogram, data and corresponding least
squares t are depicted in Fig. 7 for a representative sample
synthesized without an electrolyte (and in Fig. S4† for synthesis
with a supporting electrolyte). The results of the particle size
analysis, including mean particle size and the spread of the
MOF crystals and the thickness of the MOF lms, are reported
in Table 1. The results show that the mean particle size and the
spread decrease aer removing the supporting electrolyte from
the synthesis solution. A slight increase of the particle size with
increasing the applied potential can be observed for the experiment without the supporting electrolyte. When a potential
higher than 1 V (E-2, E-5) is applied to the copper HF, with the
supporting electrolyte, either the MOF lms are detached from
the surface of the HF or MOF powders are formed in the solution. It can be also seen from the SEM images in Fig. 5(c) and (d)
that the HF is damaged at 5 V. The SEM images of this sample
show only the lms le on the surface aer the partial
detachment.

12622 | J. Mater. Chem. A, 2019, 7, 12616–12626
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Fig. 7 Gaussian distribution of particle size of sample F-0.5 with least
squares ﬁt, along with larger aggregates. Mean particle size (X) and the
spread (
s) values are shown in the graph.

Based on classical nucleation theory it is expected that
a higher applied potential will result in smaller crystals.22
Ameloot (2009) et al. observed a decrease in the particle size
when increasing the applied potential from 2.5 V to 25 V in
a supporting electrolyte system.17 By increasing the voltage,
a higher dissolution rate and higher concentration of copper
ions on the surface are obtained, which lead to a higher
nucleation rate and smaller crystals.17 Van Assche (2012) et al.
also observed the same behavior for lm formation in a smaller
applied potential range (0.2–4 V) and explained it with the
relationship between high current densities and high concentration of metal ions near the surface.22 However, Joaristi (2012)
et al. observed that large current densities did not result in
a large number of nuclei and small crystals.19 In this study, we
have also observed that lower applied potential and lower
current densities (without the supporting electrolyte) lead to
smaller crystals. It is important to note that crystal growth is
also a function of supersaturation.56–58 In electrochemical crystallization processes, the extent of supersaturation is directly
related to the potential diﬀerence between the equilibrium
potential and the applied potential, i.e., the overpotential.53
Overpotential impacts copper oxidation on the copper HF
surface. The higher the overpotential, the higher the amount of
copper ions released from the surface. In the electrolyte-free
synthesis, the overpotential can be considered to be lower vs.
the case with the supporting electrolyte, because more of the
potential drop occurs within the bulk rather than near the
surface. Lower supersaturation (or lower overpotential) means
slower nucleation and potentially relatively faster crystal growth
which can result in larger crystals.57 However, for the MOF lm
formation, not only copper oxidation but also the BTC transport
to the EDL plays a crucial role. In the electrolyte-free synthesis,
the enhanced transport of BTC via electromigration and diﬀusion supplies more BTC to the surface of the nucleus and this
evidently contributes to the uniformity of the particle size. As
a result, supplying less copper but in a slow and controlled
manner along with the enhanced transport of BTC ensures MOF
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lm formation on the surface with a uniform layer and smaller
crystals. In addition, electrochemical adsorption is also another
important part of the crystallization.31,53,59 Nucleation starts
with the adsorbed molecules on the surface. More uniform
nucleation sites might be created in the electrolyte-free
synthesis. With the use of MTBS, there is also an additional
chance that the anionic part can be adsorbed on the surface of
the copper HF along with BTC molecules. In the supporting
electrolyte synthesis, the adlayer of BTC initiates the nucleation
process, while the MTBS adsorbed sites cause non-uniformity
and a large spread in the particle size of the Cu-BTC crystals.
In the electrolyte-free synthesis, nucleation points can be
created in a controlled manner which favors the formation of
smaller particles in the desired location.
3.5

Thickness

As depicted in Table 1, the thickness of the MOF lms increases
when a supporting electrolyte is used in the synthesis solution. In
the presence of the supporting electrolyte, potential drop occurs
primarily near the surface due to smaller resistance in the bulk
which indicates higher overpotential than that in electrolyte-free
synthesis. When a potential diﬀerence is applied, dissociation
of the copper starts immediately. This was observed during the
synthesis; within seconds of applying a potential, the HF starts to
change color to the characteristic blue of Cu-BTC. The activation
energy for the crystallization is overcome much faster than that in
supporting-electrolyte-free synthesis.19 These fast kinetics allow
the MOF crystals to grow as a thick lm because more copper is
generated with the help of the high overpotential. Sample E-5V
has much thinner MOF lms due to the removal of the particles to
the solution. This makes it diﬃcult to compare the data with the
rest of the samples. The sample E-2V shows agglomerated branchlike MOFs instead of a MOF lm. Therefore, the eﬀect of the
applied potential on the samples with the supporting electrolyte
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cannot be fully understood, mainly due to the detachment of the
MOF lm into the bulk. For applied potentials smaller than 2 V,
MOF lms were obtained. In the electrolyte-free synthesis, the
thickness of the obtained MOF lms was decreased. Homogeneous and thin MOF lms were obtained, as can be seen in Table
1. When increasing the applied potential, more copper is oxidized
and the thickness of the MOF lms increased.
MOF particles that separated from the surface turn the
synthesis solution blue, which is a characteristic color of CuBTC MOFs. The increase in the thickness results in the
detachment of the particles from the surface, as can be seen in
Fig. 6. Aer drying the samples, it was observed that some MOF
particles were not well attached to the surface and were also
removed. As the diﬀusion limitations control the transport of
copper and BTC in the case with the supporting electrolyte, the
diﬀerence in diﬀusion coeﬃcients between copper and BTC
strongly inuences the result. Copper diﬀuses much faster
compared to BTC based on their ionic size (diﬀusion coeﬃcients), which hinders formation of the MOF near the surface.
Table 1 also shows an increase of the thickness when
increasing the applied potential in the electrolyte-free synthesis
along with the increase in the overpotential. More copper ions
are generated at the surface and all of these copper ions react
with the organic linker, BTC, with the increase of the overpotential which results in thicker MOF lms. Neither colour
change nor detachment was observed for this set of
experiments.
3.6

Eﬀect of applied potential

The eﬀect of the applied potential in the range of 0.5–5 V vs. SHE
is discussed for solutions with and without the supporting
electrolyte. As is depicted in Fig. 8 and 9, and is reported in
Table 1, a comparison between electrolyte-free and withelectrolyte samples shows that the standard error (SE) and

Fig. 8 SEM images of the outer surface of the Cu-BTC-coated Cu HFs: E-0.5, E-1, E-2, and E-5.
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Fig. 9
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SEM images of the outer surface of the Cu-BTC-coated Cu HFs: F-0.5, F-1, F-2, and F-5.

spread values decreased drastically in supporting electrolytefree solutions, indicating that more uniform MOF particles
with relatively narrower distributions are formed. The mean
particle size increases with increasing potential. Based on the
nucleation theory, higher applied potentials should result in
smaller crystals.17 By increasing the voltage, a higher dissolution rate and higher concentration of copper ions on the surface
are obtained, which lead to a higher nucleation rate and smaller
crystals.60 However, the porous nature of the copper HF electrode also allows more Cu ions to be released to the surface and
react with the organic linker ions even at lower voltages. The
study of Joaristi (2012) et al. also has showed theoretically that
only 0.124 V is necessary to overcome the nucleation activation
energy of 71.6 kJ mol1 for Cu-BTC MOFs.19 All the applied
potentials in this study are above this nucleation activation
energy barrier. As also described above, overpotential as the
replacement of the supersaturation is the key factor to explain
the electrocrystallization of MOF lms. When increasing the
applied potential, the overpotential is also increased. The critical Cu ion concentration for the MOF formation is reached
rapidly and this allows crystals to grow for a longer time.
The current values were decreased by a factor of more than
10 times when omitting the supporting electrolyte from the
synthesis. The current is directly proportional to the oxidation
at the anode so the current and time give a qualitative estimate
of the crystal growth and the lm thickness. In the electrolytefree synthesis, the thickness increases in direct proportion to
the applied potential. In the case of using the supporting electrolyte, when the thicknesses of the synthesized lms are
increased, the attachment of the lms to the surface also
becomes weaker and results in easier removal from the surface
to the bulk which ultimately results in thinner and discontinuous lms in the analysis. The current is lower due to the
resistance of the organic linker solution in a water–ethanol
mixture. Most of the applied potential is used to overcome the
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ohmic drop of the solution.19 Higher current usually refers to
higher reaction eﬃciency and yield.18,19 It is crucial to note the
distinct diﬀerence between MOF powder synthesis and lm
formation.17,18,22,24,31,35,61–63 Our results show that a decrease in
the current is not detrimental but can result in the formation of
more uniform lms. Cu-BTC-coated Cu HFs prepared without
the supporting electrolyte are promising candidates for future
applications such as gas separation or catalysis.
We found that an applied potential of only 0.5 V vs. SHE for
both electrolyte-free and electrolyte containing systems was
suﬃcient to obtain thin MOF lms. In the earlier studies of
electroforming MOF lms, the applied potential has been
varied between 2.5 and 25 V.17 However, this was done using
a two-electrode system instead of a three-electrode cell. In a twoelectrode cell, it is not possible to control the exact applied
potential to the surface of the working electrode which can limit
the reproducibility of the experiments. A third electrode is
needed to standardize the potential with respect to the reference electrode so that the potential on the working electrode
can be controlled.48,52 Second, to synthesize MOF powders,
higher applied potentials are necessary as the goal is to oxidize
the anode and release metal ions into the bulk where MOF
particles are formed. To electrochemically form MOF lms, the
anode must be partially oxidized and not damaged, so that the
dissociated metal ions do not migrate to the bulk and stay near
the surface in order to form MOF lms. By increasing the
potential, the migration of metal ions away from the surface is
also promoted. As mentioned above, the eﬃciency of the MOF
lm fabrication is not directly related to the high concentration
of metal ions, high potential–current, etc. A precise control of
the kinetics of the reaction and crystallization is more important. To support our results, it is necessary to repeat that only
0.124 V is theoretically necessary to overcome the nucleation
activation energy. Cyclic voltammetry studies have also
shown that the copper oxidized at 0.18 V in the presence of
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trimesic acid, which is in reasonable agreement with theoretical
calculations.31
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4 Conclusions
In this paper, we have prepared Cu-BTC MOF coated HFs by
a partial anodic dissolution electrochemical route. We have
used porous copper HFs as the anode, metal source and support
simultaneously for the fabrication of the MOF lms. The
successful formation of Cu-BTC MOF lms onto porous copper
HFs is conrmed by SEM, EDS, XRD and TGA. The eﬀects of the
supporting electrolyte and applied potential on the electrosynthesis of MOF lms have been quantied. A supporting
electrolyte is typically used to increase the conductivity of the
synthesis solution and enhance the electron transfer during
electrochemical synthesis of MOF powders. However, we found
that the use of a supporting electrolyte for MOF lm formation
has numerous disadvantages. It results in cracks on the MOF
lms, detachment of MOF lms, the formation of MOF particles
in the bulk, and gas formation at the counter electrode. By
increasing the conductivity of the synthesis solution, controlling the electroformation of MOF lms on the ber becomes
more challenging.
Alternatively, by using an electrolyte-free solution and lower
potential diﬀerences we have obtained thinner and more
reproducible Cu-BTC lms. The potential drop primarily occurs
near the electrode surface with a supporting electrolyte, while
without the supporting electrolyte (electrolyte-free) this potential drop is mainly in the bulk. The lower potential drop at the
electrode surface in the electrolyte-free case lowers the rate of
copper ion generation while also enhancing the transport of
BTC, the slower diﬀusing molecule, to the surface for a higher
degree of control of the MOF lm formation. In order to obtain
thin, dense and uniform MOF lms, the control of kinetics and
synthesis location is crucial compared to the bulk synthesis.
The applied potential changes the overpotential in the system,
which is related to the release of copper ions available for the
synthesis. Therefore, an increase in the particle size and lm
thickness has been observed for higher applied potentials.
Utilization of electrochemical synthesis for MOF formation on
a HF support is a straightforward and fast synthesis compared
to the conventional methods e.g. solvothermal synthesis.42 The
synthesized HFs in our work are promising for numerous
applications, in particular gas separation64,65 or catalysis66,67 due
to their high surface areas, porosity and scalability for widescale use. This work represents an important rst step
towards utilizing these HFs, aer further work on improving the
adhesion and mechanical properties.
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